
TABLE OF CONTENT

PHYSICAL PROPERTIES OF CAPILLARY ANION EXCHANGE MEMBRANES IN 
DEPENDENCE ON THEIR ION FORMS

M. Juza , D. Maly

THE EFFECT OF PROCESS ADDITIVES ON MANUFACTURE AND PROPERTIES OF 
ION-EXCHANGE MEMBRANES

J. Praus, E. Stránská

RECOVERY OF MAGNESIUM BY MEMBRANE CRYSTALLIZATION WITH ION­
EXCHANGE HOLLOW-FIBRES

D. Hoppej, J. Feher, M. Variny

EFFECTS OF POLARITY REVERSAL ON ELECTRODIALYSIS PERFORMANCE AT 
HIGH CONCENTRATIONS

F. Slovak, J. Havelka

PURIFICATION OF SPENT MONOETHANOLAMINE WITH BIPOLAR MEMBRANES

D. Tichy, J. Marsalek

STUDY OF PHYSICAL PROPERTIES OF POLYMERIC MEMBRANES

T-M. Durdakova, Z. Hrdlicka, O. Vopicka

INTEGRATION OF MEMBRANE SEPARATION INTO PRODUCTION PROCESS OF 
DIMETHYL CARBONATE: STUDY OF MEMBRANE SEPARATION PROPERTIES

P. Cihal, O. Vopicka

USE OF SURFACE-FUNCTIONALIZED ZNO NANOPARTICLES FOR PREPARATION 
OF ULTRAFILTRATION MEMBRANE WITH ANTIBIOFOULING PROPERTIES

Z. Goncukova, L. Dvorak

ANTIMICROBIAL EFFECT OF CHITOSAN IN HETEROGENOUS ANION-EXCHANGE 

MEMBRANES

K. Matzick, B. Hlouškova

THE INFLUENCE OF PARTICLE SIZE DISTRIBUTION ON PROPERTIES OF 
HETEROGENEOUS BIPOLAR ION EXCHANGE MEMBRANES

P. Nekvapilova, M. Landova



THE INFLUENCE OF PROCESSING TIME ON ION EXCHANGE MEMBRANE 26
MANUFACTURING AND PROPERTIES

B. Nogueira, K. Weinertova

CHARACTERIZATION OF MEMBRANES AFTER EXPOSURE TO HIGH 28
TEMPERATURE

L. Pospíchal, К. Weinertova

THE INFLUENCE OF TEMPERATURE AND CYCLIC PH CHANGES ON MEMBRANES 29 
GEOMETRY

L. Tuzar, E. Večerníková, К. Weinertova

HOLLOW FIBRE MEMBRANES FOR GAS SEPARATION: PREPARATION AND 30
CHARACTERISATION

G. Li, R. Valek

CONDUCTIVITY OF ION-EXCHANGE RESINS FOR ELECTRODEIONIZATION 31

J. Ouhrabkova, D. Tvrznik

MEMBRANE CAPACITIVE DEIONIZATION USING GRAPHENE ELECTRODES 33

V. Kudelova, J. Feher, Y. Belaustegui

MODELING OF TRANSPORT PROCESSES IN ION-EXCHANGE MEMBRANES IN 34 
VANADIUM REDOX FLOW BATTERIES

M. Bures, D. Götz, J. Charvat, J. Dundalek, P. Mazur, J. Kosek

COMPARISON OF DESALINATION PERFORMANCE OF SHOCK ELECTRODIALYSIS 36 
UNITS OF DIFFERENT GENERATIONS

P. Cvejn, J. Cizek, J. Korytár, J. Zlamal, J. Marek

SEMI-INDUSTRIAL VALIDATION OF PHENYLACETIC ACID PURIFICATION FROM 38 
FERMENTATION BROTH BY CONVENTIONAL ELECTRODIALYSIS

T. Procházková, L. Vaclavik

STABILITY OF PROTEINS DURING WHEY ELECTRODIALYSIS

A. Nováková

39


